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Cikande - Serang

PT ERA MAS INDOALUMINA

CERTIFICATE OF ANALYSIS

Sample No. PD200920 ALUMINIUM PASTA |Prod. Date 20-Sep-24
Testing No. - MPZ - 02 Test. Date 20-Sep-24
ITEMS Standard: JC/T407-2008 TEST RESULT
Visual Silver Metallic Al in Solid Silver Metallic Al in Solid
Solid =265% 65,2%
Activate AL in Solid 290 % 92,6%
Residu On Sieve Ration
<£3% 1,3%

200 MESH
Water Contain <35% 34,8%

4 Minutes 40-60 % 50,8%
Gas Produce Ration 16 Minutes =2 90 % 92,5%

30 Minutes 2 99 % 99,6%

Remarks :
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